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P H Y S I C A L  P R O P E RT I E S



  



Properties Measure Value Norm



Dentine Firing °C 920



Coefficient of Thermal Expansion  (25 ° – 500 °C) 10-6 xK-1 13,3 ± 0,3



Glass Transition Temperature °C 580 ± 10



Solubility µg/cm2 16 max. 100



Density g/cm3 2,52



Flexural strength MPa (Nmm2) 84 min. 50



Median Grain Size D 90 % 60



All tested materials conform to standard EN ISO 9693:2000.
The technical and physical values given relate to samples produced in-house and the measuring instruments located there.











